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Sichuan Xingyan Metal Heat Treatment Co. , Ltd. = INSPECTION CERTIFICATE

Hihk: DO AP T TV T 2B AR T R X = #5H — B 16 5 No.16, South Section 2, Sanya Road, Guanghan Economic and Technological Development Zone, Deyang City, Sichuan Province ~ TEL/ FAX: 17361296246 E-mail: 17361296246@189.cn

WE B H4%5 (Series NO): XY202311006
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Customer Hansin Precision Engineering(shanghai)Co.,Ltd Contract NO HSMP230572 Date 2023-11-2
77l A4 R 4 #4 Mg 304 RIS 2113150 Y USRS /
product Round steel Grade Heat NO Heat treatment NO.
E EKg) g4 | XH| 5y | HAE(mm) D8 PR | o a276 SIS | EES
Weight Pcs Size Specification delivery state Solid Solution State
X2 A () 25 i 43 ) Chemical Composition(Smelting Analysis)%
C Si Mn P S Cr Ni N Mo \Y W Cu | Nb Al Fe Co
0.042 | 0.42 1.38 0.024 | 0.002 | 18.10 8.03 0.054
#5236 Tensile Test f# % Hardness M IMPACT  AkV(J) PRI Ferrite AL
Content (%) grain
JEARGRSE Rp0.2 | PLivsmfE | A& M | Wrimdiede s HBW HV IR 4
Y.S. (Mpa) T.S.(Mpa) | EL.(%) RA.(%) Test Temp.(C) Results
276 595 67 / 163
A% 2124 Macroscopic Exmination 4E4 & 44 Non-metallic inclusion
BE R AT — G HUL B A BEIRIR A B C b
Ingot Segregation Scattered Porosity Central Porosity | Transverse Acid Etching

HH | 44T | FHH | 48T | HH | 44T | #HH | AT

Fe A6 Nondestructive testing

g (8] J& 7kt Intergranular Corrosion

PR R <1 Surface size o

#HUE

Remarks

1. A7 B ERERFTHIENRR, HERFEER, FUHEH.
1. we hereby certify that material described herein has been manufactured and tested resultiin accordance with the
requirement of the above material specification.
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