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Kunshan Wright metal materials Co.,Ltd

INSPECTION CERTIFICATION
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Date P.O.NO | Order Item Commodity Clrda Heat No Size v Weight KG Execution standard Remark
No
2023.11.02 d SUS303CU 230560CE14 ®5.0%2.5m JIS G4303-2005
Ry (EZEF ) Chemical Composition(WT%) BEIRIERT (Mechanical Properties)
HERE priu | EARGEEE | R | W W ) Rk
Hardness |  J& Yield | Eiongati i’f : *|®
. : (HB) Tensile | StrengthN | 0n(%) educt! | gyrface
5% C Si Mn P Ni Cr Cu Mo Strength | /mm2) o ff Condtio
(N/mm2 Area(% |
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=TT
gﬁ% =015 =1.0| =30 | =02 | 0.15 | 8.0-10.0 | 17.0-19.0 | 1.5-3.5 =0.6 =262 | =520 =505 =40 =50 | sz
SEWE 0.033 | 035 2.78 | 0.0365 | 0.2780 8.25 17.60 2.56 0.40 235 552 236 61 64 R4
[ 4y (Condition) : it Remark 24 RS AR B B R AR AL SR S i B R N & A
T R7-B (Black Bar) ; M3t-R (Coiled) ; #5H-RS (Re -Straighten); 12k 5| 5 RE RE K
- S : By i : WE HEREBY CERTIFY THAT THE MATERIAL DESCRIBED HEREINABOVE HAS
AUL-HR (Hot Rolled); #ii3¢-P (Polished): 124 /i-CD (Cold Drawn); MANUFACTURED AND TESTED WITH STATISFACTORY RESULTS ‘?N
WHEE-CG (Centerless Ground); ANCE WITH THE REQUIREMENT OF THE ABOVE MATERIAL
TION.
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