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INSPECTION CERTIFICATION

HF AR Messrs: i ERH
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Date P.O.NO | Order [tem Commodity Grz e Heat No Size u;n ; Weight KG Execution standard Remark
No
2023.11.02 f SUS303CU 230406BE12 D4.5%2.5m JIS G4303-2005
Rty (EETH ) Chemical Composition(WT%) BEIRIEET (Mechanical Properties )
i Pifusg | EIRGREE | MR | B I 0K | Rk
Hardness i3 Yield | Eiongati | % ¥ |
. . (HB) Tensile | StrengthN | on(%) Reducti | gy rface
g‘% C Sl Mn P S NI Cr Cu MO Strength /mm2) on O’f Condtio
(N/mmZ Area(% n
) )
=] j( g
;g{l\% =0.15 =1.0 =3.0 =0.2 =(.15 80-100 170-190 1.5-3.5 =0.6 =262 =520 =205 =40 =50 Eig
SEE 0.036 | 0.30 2.65 | 0.0371 | 0.2862 8.23 17.55 2.26 0.36 223 565 230 65 63 R
[& 4> (Condition) : flEi¥  Remark LRI AZR BT B PE G BRI R 3 B SR 0 7 4 R
A B-B (Black Bar) ; HJt-R (Coiled) ; #§E-RS (Re -Straighten); LA 4 5 R 3k
. Hha : =Y . 5 WE HEREBY CERTIFY THAT THE MATERIAL DESCRIBED HEREINABOVE HAS
AAL-HR (Hot Rolled); i jt-P (Polished): #4fi/#-CD (Cold Drawn); BEEN MANUFACTURED AND TESTED WITH STATISFACTORY RESULTS IN
i BE-CG (Centerless Ground); ACCORDANCE WITH THE REQUIREMENT OF THE ABOVE MATERIAL
SPECIFICATION.

ai % % MANAGER OF QUALITY ASSURANCE DEPARTMENT :Mr Chen




